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KODE 

SPESIMEN 

 

JUMLAH 

SPESIMEN 

 

VARIASI 

PRESENTASE 

AMILUM (%) 

 

JUMLAH SAMPEL DALAM 1 PCS 

SPESIMEN 

 

 

 

Kekerasan 

Rata-rata 

(SHD) 

 

 

Kekerasan 

Keseluruh

an 1 

(SHD) 

2 

(SHD) 

3 

(SHD) 

4 

(SHD) 

5 

(SHD) 
 

SP 1 
A_1 0% 77.5 78.9 77.8 79.5 80.5 78.8  

A_2 0% 78.8 79.5 80.5 78.5 80.5 79.5 79.1 

A_3 0% 78 79 79.5 80 79.5 79.2  

          

 
SP 2 

B_1 6% 78.5 78 80.5 81 82.5 80.1  

B_2 6% 83.5 79 80.5 79.5 80 80.5 80.9 

B_3 6% 79.5 84.5 82.5 81.5 83.5 82.3  

          

 
SP 3 

C_1 7% 78.5 83.5 79.5 82.5 77.5 80.3  

C_2 7% 72 81 85.5 83.5 82.5 80.9 81.1 

C_3 7% 85.5 79.5 82.5 84 79.5 82.2  

          

 
SP 4 

D_1 8% 80.5 82.5 82 83.6 83.5 82.4  

D_2 8% 81.7 82.8 81 80 83 81.7 82.1 

D_3 8% 82 83 82 81.5 82.5 82.2  

          

 
SP 5 

E_1 9% 82 85 83.5 81.5 84.5 83.2   

E_2 9% 85.5 83 84.5 83.5 86 84.5 82.8 

E_3 9% 84 78 78.5 79 84 80.7   

          

 
SP 6 

F_1 10% 84 84.5 83 81.5 85.5 83.7  

F_2 10% 85.5 83.5 77 85 84 83 83 

F_3 10% 80 84 78.5 85.5 84.5 82.5  

 


